
~·- .. - -·- . 

,. PRODUCT BULLETIN -COVER-TEX BULLETIN NO: J-5.303 
DRYWALL ACCESSORY WALL TEXTURE DATE: 11/24/75 . 
PRODUCTS - NON-ASBEsrOS PAGE: 1 or 2 f. 

f < 

PRODUCING PLANT: J-5303 APPROVALS: J. CANCELS: ... SEATTLE . DATE: Wrt,/ .:rd'v. k ~ so 6/3/74 

Jitrr.d:TrN 
-

DESCRIPI'ION % POUNDS. GALLONS 

220 Whiti~ 44.W 1000 

442 Talc 22.04 500 

21.7 Sericite - Mica "S" -17.63 1.00 

056 WYOiltel Clay 2.20 50 
. 21.5 Methocel 228 0.53 12 

453 Preservative 0,13 3 

489 Wollastonite 8 82 200 

446 Titanium Pl.roment 1.10 25 

_435 Casein 1,10 25 

( 102 Diammonium PhoSIJhate 0,18 4 

022 Ammonium Biborate 0,18 '4 

1.30 Sodium Tripolyphosphate 0.13 3 

436 staramic 747 1.32 30 
' 

164 Glyoxal 80%_ o.u 3 

166 Hamaco 277 0.44 10 

2!!2 · Perce1 Knsma -- 0.12 

TOTAL 100.00 2269 

' W!ll!IACTU!.litHl IUSTRUQIIQll!;i: -

1. Mixing time shall be 8 minutes minimuin and 12 minutes maximum. 
2. Blank out asbestos caution. 

' c.tJALITY CONIROL: • I 

TM-lA Viscosity, 100 gm·cane@ 5 sec., 
200 gm per 150 cc water ;35 to 45 mm 

TM-JA Bond Equal to Standard 

I 
' I 
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PROPUCT SeECIEICATIQNS: 

Test ProcedureR as specified in Bulletin T-7. 

Test Method 

-
. 

. 

TM-lB 

TM-2 

TM-3· 

TM-13 

TM-20 
. 

TM-22 

TM-33 

'i:M-'34. 
TM-36' 

TM-37 

·: 

Viscosity (slump test; patty diameter 
or 5-5!") 

pH (meter) 

Bond 

Reflectance ( %) 

Cracking. . 

Size Graduation (500·cc sample) 

a, .Retained on 16 mesh 
b. _Passing 16, retained on 50 mesh 

bry Loose Density· (lbs. _per cu. ft.) 

Hardness 

White Line Test , 

Resistance.to Souring 

. . 

,. 

•' 

185 to 210 cc 

8.0 - 9.0 

. Equal to Standard 

Equal to Standard 

No cracks or heavy 
checking 

· 250 .to 350 cc 
100 to 200 cc. 

20 maximum 

. 'Equal to Standard 

.. 

Ro discoloration between 
sealed & unsealed areas 

. 

No odgr after 30 days 
@ 110 F 

-·· -·• 
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